AWTA ProbucT TESTING

Australian Wool Testing Authorily Ltd - trading as AWTA Product Testing
ABM. 43006 014 106
1st Floor, 191 Racecourse Road, Flemington, Victoria 3031
PO. Box 240, Morth Melbaurne, Victoria 3051
Phaone (D3) 9371 2400 Fax (03) 5371 2499

TEST REPORT

CLIENT : CEASE-FIRE TECHNOLOGIES LTD TEST NUMBER. -: 7T-567736-BD
104k GOLF LINKS ROAD ; ISSUE DATE: @ 24/07/2009
BUDERIM QLD 4556 DRINT DATE : 24/07/2009

EAMPLE DESCRIPTION Woven twill fabric Colour: Blue ;
Nominally: 90% Cotton 10% Acrylic 180g/m?

FR Treated
AS 1530.2-1593 Test for Flammability of Materials
DATE TESTED: Flammability'lndéx: 1 . .Rénge 0 - 100 for most material
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These test results relate only to the héhav1our of the test specimens of the
material under the particular candltlnns of tha test, and they are not :
intended to be the sole driterion for: assess&ng the pctent*al Elre

hazard of the material in use
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